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Introduction
The project, initiated in January 2013, addresses the induced codeposition of molybdenum and tungsten alloys with nickel and
iron having a focus on developing a toolbox of plating conditions to deposit different combinations of Ni, Fe, Mo and W. This
paper covers progress made during the eighth quarter. Work was focused on the effect of the additive 2 butyne-1,4-diol (BD) in
an acidic Ni-W electrolyte.
Through NASF-AESF Foundation funding, several students, both graduate and undergraduate, have gained experience in
surface finishing research. In this period, Graduate student Avinash Kola has continued work on the influence of deposition
conditions on the properties of the Ni-W alloys.
Effect of 2 butyne-1,4-diol (BD) on Ni-W deposition
Nickel-tungsten is a promising alloy that may be of interest to replace the environmentally unfavorable hard chromium coatings,
due to the satisfactory appearance of the coating, and the mechanical and anti-corrosion properties.1,2 The corrosion behavior of
Ni-W alloys is well documented. For example, Yao, et al.3 found that Ni-W is more corrosion resistant than stainless steel 304 in
acidic media. Stepanova and Purovskaya4 investigated the dissolution of different compositions of Ni-W alloys and found that an
alloy having a composition of 28 wt% tungsten had the most favorable results. It is also well-known that tungsten cannot be
deposited from an aqueous solution and codeposition of tungsten with other elements, such as those of the iron group (i.e., Fe,
Ni, Co) permits deposition of tungsten in the alloy.5
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Corrosion protection by organic inhibitors is mostly based on the modification of the surface properties of the metal alloy through
adsorption of inhibitor molecules and the subsequent formation of a blocking layer.6,7 Acetylenic compounds are known to be
strong corrosion inhibitors in acidic solutions, and one such widely examined compound for corrosion inhibition is 2-butyne-1,4diol (BD).8 The inhibitive effects of BD on mild steel in sulfuric acid were investigated by Hosseini and Arshadi.9 The introduction
of BD can lead to the formation of a thin inhibitor film on the steel surface, which effectively protects it from further corrosion.
The addition of BD can also reduce the deposit stress,10,11 depending on its concentration, and act as a brightener for nickel
alloys.12,13 In addition, it has been shown to improve the corrosion resistance of Ni-W deposits.13,14 However, little understanding
is present on the effects of BD on the deposition rates of nickel, tungsten and the side reaction during reduction. In this study,
we examine the effect of different concentrations of BD during the electrodeposition of Ni-W alloys, and its influence on the nickel
and tungsten deposition behavior using a conventional Hull cell.
The electrolyte used in this study contained 0.1M nickel sulfate, 0.15M sodium tungstate and 0.285M trisodium citrate at a pH of
2 and at room temperature. The BD concentration was varied from 0 to 5 mM. The applied current density was -50 mA/cm2 on a
copper plate in a Hull cell configuration for 30 min at an agitation rate of 3 L/min (air). Polarization data was obtained by placing
the electrodes parallel to each other, at a scan rate of 10 mV/sec, with a Ag/AgCl reference electrode. The curves were
corrected for ohmic drop with impedance spectroscopy. Composition and thickness were measured using x-ray fluorescence.
Figure 1 shows the polarization curves of (a) Ni-W and (b) Ni deposition with varying amounts of BD. A shift of the polarization
curves toward more positive potentials was observed in the Ni-W electrolyte as the BD concentration increased. This unusual
polarization behavior is opposite to what is expected in a nickel electrolyte during nickel electrodeposition. Srinivasan and
Bapu15 showed an inhibiting effect of the total current density with an increase in BD concentration in a nickel-containing
electrolyte. In the low pH region, citrate electrolyte presented here when tungsten is removed, Fig. 1(b), the nickel polarization
behavior is indeed similar to prior literature reports, with a decrease in the total current density with increasing amounts of BD.
Thus, the introduction of tungstate to the electrolyte creates this unusual behavior. In order to investigate the source of the
polarization shift in the Ni-W electrolyte, the partial current densities were determined. The partial current densities can help to
indicate if the observed increase in the total current density at a given potential with BD is due to an increase in the metal
deposition rate or due to an increase in the side reaction. In order to determine the partial current densities of the overall
reactions, both composition and mass measurements are needed over a range of current densities.
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Figure 1 - Effect of BD on the polarization behavior of the (a) Ni-W electrolyte and (b) the Ni electrolyte.
Figure 2(a-d) shows images of the Ni-W deposit obtained on the Hull cell with varying concentrations of BD. The deposits
without BD appear to be light gray in color with a reflective surface. The deposit appearance tends to increase in brightness at
higher current densities with increasing BD concentration. Furthermore, no deposition occurs at lower current densities with
increasing BD concentration. At the highest BD concentration examined, [5 mM, Fig. 2(d)], little or no deposit was obtained over
a large deposition range. Also, there was an interesting pattern seen in the deposits produced under air agitation. In areas
where the air bubbles rose, no deposit was seen. This could indicate that an increase in BD transport to the electrode surface
had an inhibiting effect on the alloy deposition.
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The deposit composition obtained with XRF along the length of the Hull cell is presented in Fig. 3. In all cases, the alloys are
nickel-rich. In Fig. 3(a), an increase in nickel content is observed in the alloys with an increase in the amount of BD present in
the electrolyte. The composition in this range is relatively unaffected by the total current density. An inverse behavior is seen in
the case of tungsten [Fig. 3(b)], with a subsequent reduction in the amount of tungsten with BD.
In order to estimate the local applied current density along the cathode length, a primary current distribution was assumed (This
current distribution is the estimate commonly provided by manufacturers of the Hull cell.) To evaluate the validity of using this
approach, the Wagner number was determined at the average current density employed in the Hull cell:
Wa = (∂E/∂i)/(L/κ)

(1)

where κ is the conductivity and L is the electrode length. The corresponding Wagner numbers under these conditions are: 0.015
(No BD), 0.0125 (1 mM BD) and 0.0075 (2.5 mM and 5 mM) respectively which are all <<1. Therefore, the total current density
distribution along the Hull cell configuration is governed largely by an ohmically controlled resistance, and a primary current
distribution is a reasonable approximation of the local current density. The composition data in Fig. 3 then can be translated to
show the composition as a function of applied current density, shown in Fig. 4.

Figure 2 - Photographs of Ni-W deposit with varying amounts of BD at an average current density of -50 mA/cm2: (a) No BD, (b)
1 mM BD, (c) 2.5 mM BD and (d) 5 mM BD.
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Figure 3 - Alloy composition as a function of cathode length: (a) nickel and (b) tungsten.

Figure 4 - Alloy composition as a function of current density: (a) nickel and (b) tungsten.
Figure 5 shows the variation in thickness with and without varying concentrations of BD in the electrolyte. The deposit thickness
increased with increasing current density in all the examined cases. In the case where BD was introduced into the electrolyte,
there was a decrease in the deposit thickness. This can be attributed to an increase in the side reaction.

Figure 5 - Ni-W deposit thickness with varying amounts of BD.
In Fig. 6 a comparison is made between the partial current densities for nickel, tungsten and the side reaction with varying
concentrations of BD calculated from Faraday’s law. The x-axis in Fig. 6 is the working electrode potential determined by
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interpolating the potential from the polarization curve in Fig. 1, using the values of the estimated local current density along the
length of the Hull cell cathode. From Fig. 6(a), there is a shift in the nickel deposition potential to a more positive value.
However, comparably, there is less change of the tungsten partial current density with potential [Fig. 6(b)]. Thus, the shift in the
nickel reduction rate is what accounts for more nickel in the deposit. There is also a shift in potential with the side reaction,
which is a result of the hydrogen evolution reaction [Fig. 6(c)]. The biggest change in the side reaction is when BD is introduced,
but then additional amounts of BD introduce very small effects on the side reaction rate. Thus, the observed thickness decrease
with BD present in the electrolyte (Figs. 2 and 5) is due to the increase in the side reaction rate.
The Tafel slopes for each of the reactions were estimated within the potential range of -0.6 and -1.1 V, which is a kineticallycontrolled region for nickel and tungsten deposition, and the values are shown in Table 1. While the presence of BD in the
electrolyte seems to enhance the nickel deposition kinetics, shifting the deposition to more positive values with increasing
concentrations of BD, it does not significantly affect the Tafel slopes.

Figure 6 - Effect of BD concentration on (a) nickel, (b) tungsten and (c) side reaction partial current densities.
BD Concentration
Nickel
Tungsten
0
166
163
1 mM
105
125
2.5 mM
94
105
5 mM
122
120
Table 1 - Tafel slopes (mV/dec) of Ni-W alloys with varying concentrations of BD.
Conclusions
An initial assessment of the effect of BD on the deposition behavior of Ni-W alloys was examined using the Hull cell and
polarization curves. Together these experiments can be used to assess the partial current densities during deposition. The
presence of BD in the electrolyte shifts the nickel deposition potential to more negative potentials, resulting in more nickel
deposited into the Ni-W alloy. The presence of BD however, increases the side reaction (hydrogen evolution reaction) which
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results in lower deposit thickness. While the addition of BD in the electrolyte can result in more corrosion resistant alloys, this
study found that it does indeed change the deposit composition and current efficiency.
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